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With the examples of the C K-edge in graphite and the B K-edge in hexagonal BN, we demon-
strate the impact of vibrational coupling and lattice distortions on the X-ray absorption near-edge
structure (XANES) in 2D layered materials. Theoretical XANES spectra are obtained by solving
the Bethe-Salpeter equation of many-body perturbation theory, including excitonic effects through
the correlated motion of core-hole and excited electron. We show that accounting for zero-point
motion is important for the interpretation and understanding of the measured X-ray absorption fine
structure in both materials, in particular for describing the σ∗-peak structure.

PACS numbers:

I. INTRODUCTION

X-ray absorption near-edge structure (XANES) is a
powerful technique for the characterization of materials.
It is used to identify chemical environment and bonding
of specific elements by monitoring the electronic transi-
tions between core levels and unoccupied states. Like-
wise, electron energy-loss near-edge structure (ELNES)
by transmission electron microscopy can provide almost
identical information. To fully utilize this spectral in-
formation, a reliable theoretical analysis can provide the
required insight into the nature of the observed excita-
tions.

There is a long history of computing core-level spec-
tra from first principles. The majority of calculations [1]
is based on density-functional theory (DFT) [2] utilizing
the concept of a core hole in a supercell, also called the
final-state approximation [3, 4]. Although this method
has been successful in describing most of the spectral fea-
tures, it turned out that sharp excitonic peaks appearing
near the absorption edge, or intensity ratios, cannot be
reproduced reliably. In such cases, one needs to go be-
yond the core-hole approximation and treat electron-hole
interaction by solving the Bethe-Salpeter equation (BSE)
of many-body perturbation theory [5–7]. In this work, we
demonstrate with the examples of graphite and hexago-
nal boron nitride, that another important step beyond
this methodology is required to understand the spectra
of these layered systems.

Graphite and hexagonal boron nitride are archetypi-
cal 2D materials that have been intensively discussed in
the literature. However, neither the carbon K-edge (1s)
spectra in graphite nor that of boron in h-BN has been
satisfactorily explained by ab initio theory. Due to their
hexagonal layered structures their excitation spectra are

characterized by in-plane and out-of-plane components.
Both show a pronounced π∗-peak at the core edge, that
stem from pz orbitals pointing in the direction perpen-
dicular to the layers. The contribution of the in-plane
sp2 orbitals is recognized as the main origin of the σ∗-
peak structure, located at roughly 6 eV above the π∗

core-edge. Detailed experimental investigations revealed
that the σ∗-peak in both crystals exhibits a double-peak
structure, labeled σ∗

1 and σ∗
2 [8, 9].

The C K-edge absorption spectra in graphite has
been calculated by various theoretical methods, includ-
ing a BSE scheme based on the pseudopotential approx-
imation [10], a core-hole supercell method [11, 12] and
the Mahan-Nozières-De Dominices (MND) method [13].
None of them could resolve the double-peak structure.
Similar double σ∗ peaks are observed in the boronK-edge
of h-BN in XANES as well as ELNES experiments [9].
Like for graphite, previous DFT calculations did not
obtain this striking feature [14]. On the other hand,
pseudopotential-based BSE calculations [15] showed the
presence of a ”camel-back”, however its origin was not
clarified. In this work, we show that vibrational effects
must be accounted for in order to understand the shape
of the σ∗ region.

The impact of phonons and temperature effects on
electronic excitations is an emerging issue, however, there
is no commonly accepted way of describing them from
first principles. For example, the influence of symmetry-
breaking effects from phonons or Jahn-Teller distor-
tions, has been discussed in the literature for graphite
and other materials [8, 16–22]. Incorporating electron-
phonon coupling into the Bethe-Salpeter equation, [23]
the temperature-dependent optical spectra of silicon and
h-BN were investigated. An alternative approach based
on stochastic modeling based on the Williams-Lax theory
was used to account for zero-point motions in the opti-
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cal spectra of nano-diamonds.[24] More recent examples
of core excitations concern the Mg K-edge in MgO [25],
and N K-edge in h-BN [26]. Here, we approach the prob-
lem from two sides. First, we probe the sensitivity of the
spectra to symmetry-breaking vibrational modes. Sec-
ond, we apply an efficient statistical model [27, 28] to
include the effect of electron-vibrational coupling on the
near-edge structure.

II. METHODOLOGY

To obtain the X-ray absorption spectra, we solve the
Bethe-Salpeter equation, using the open source code
[29, 30], that has been successfully applied to K-edge
excitations in other materials [31]. For a detailed de-
scription of the implementation, see Ref. [30] and ref-
erences therein. Being based on the all-electron full-
potential linearized augmented plane-wave (FPLAPW)
method, exciting gives access to the core region with-
out further approximations than those inherent of the
underlying exchange-correlation functional used for the
DFT ground-state calculation. The latter is the gener-
alized gradient approximation (GGA) in the PBE [32]
approach in our case. For both systems, experimental
lattice constants are adopted.

First, we consider a computationally efficient approach
which can be used to explore the general effect of lat-
tice distortions on the spectra. Namely, we limit our
study to phonon modes at the Γ point. For the E2g

modes, the unit cells consist of four atoms in two planes.
For graphite, we use an 11 × 11 × 3 k-mesh and in-
clude 13 states above the Fermi-level in the setup of the
BSE Hamiltonian for the distorted systems. For h-BN a
9×9×3 k-mesh and 25 unoccupied states were sufficient
to capture the absorption fine structure.

Secondly, in order to probe the overall effect of lattice
vibrations on the excitation spectra, we use an efficient
stochastic sampling approach, see Refs. [27, 28] and refer-
ences therein. We generate a set of structures to sample a
canonical ensemble, averaging over the amplitude of each
phonon mode:

〈Ais〉 =

√
h̄(2ns + 1)

2miωs
. (1)

Given these amplitudes, supercells were constructed
with the atomic positions given by

ui =
∑
s

Qis〈Ais〉
√
−2 ln ξ1 sin 2πξ2, (2)

where, 0 < ξ < 1 are uniform random numbers, ω the
frequency, and Q the eigenvector of mode s. The temper-
ature enters via the Bose occupation factor ns. Here, the
supercells consist of 16 atoms placed in two planes. Fifty
structures were used for the sampling of graphite and 100
structures for h-BN. For graphite, we use a 4× 4× 1 k-
mesh and include 50 states above the Fermi-level in the

setup of the BSE Hamiltonian. For h-BN the same k-
mesh and 80 unoccupied states were sufficient to capture
the absorption fine structure.

For comparison with experiment, a Gaussian broaden-
ing of 0.2 eV full width at half maximum is applied to
the spectra, which are aligned at the π∗ peak by a rigid
energy shift of the DFT energies.

III. RESULTS AND DISCUSSION

To consider the effect of distortions on the absorption
spectra, we first limit our study to the Γ point modes.
We find that the E2g and E1u vibrations have the most
significant effects on the spectra for both graphite and
h-BN, and lead to very similar results. Other phonon
modes show only smaller effects, in particular for out-
of-plane movements of the atoms, as compared with the
unperturbed lattice. The possible effect on the spectra
can be recognized already from the respective unoccu-
pied density of states for the cells. Both E2g and E1u

modes change the in-plane bond lengths as evident from
the eigenvectors shown in the inset of Fig. 1. The cal-
culated BSE spectra for different vibrational amplitudes
between 0.01 to 0.05 Å, along the E2g phonon mode are
shown in Fig. 1. The first σ∗ peak is found to shift almost
proportional to δ. Most important, the σ∗ peak clearly
splits into two, already at a displacement of 0.02 Å. To
demonstrate, that this is indeed important at tempera-
tures where experimental spectra are typically recorded,
we have computed the root mean square atomic displace-
ment, δrms, as a function of temperature for the E2g and
E1u phonon modes. We find that zero-point vibrations
are dominating up to ∼500 K owing to the high phonon
frequency modes of 47.4 THz for graphite and 40.2 THz
for h-BN (not shown). Without considering anharmonic
effects, δrms is around 0.03 Å at RT and below. Only at
extremely high temperatures, the quantum-mechanical
displacement converges to the classical limit. The great
sensitivity of the spectra to atomic vibrations, already
present by zero-point motion, also holds true for h-BN.

In Fig. 2 we show the single excitations contributing to
the σ∗ and π∗ peak structures as obtained from the BSE
calculations for the equilibrium geometry (black lines)
and displacements according to the E2g phonon modes

with δ = 0.03 Å (red lines) for both materials. Many ex-
citations with low oscillator strength between the π∗ and
σ∗ peaks can be seen for graphite, but not for h-BN π∗.
At the equilibrium structure, the core-edge in graphite
consists of two strongly bound core excitons. More com-
plicated excitonic features are found for the displaced
geometries, characterized by an increasing number of ex-
citations and redistribution of oscillator strength. In h-
BN, the π∗ core-edge consists of a single strongly bound
core exciton, which is practically not affected by the
symmetry-breaking in-plane modes. Here also a slightly
more strongly bound core exciton exists, but it has van-
ishing oscillator strength due to its s-orbital character.
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FIG. 1: Calculated core-level spectra from the solution of the
BSE for a) graphite and b) h-BN, accounting for different dis-
placements δ = 0.01 to 0.05 Å according to the E2g phonon
mode. The insets show the corresponding displacement pat-
terns.

For both systems, the σ∗-region can be described as a
mixture of different excitations, whose main features are
several strongly bound core excitons with high oscillator
strengths. In particular, the σ∗

2 structure in h-BN ap-
pears as mainly due to a strong single excitation, while
several excitations are observed for graphite.

In Fig. 3, we compare the calculated BSE results, i.e.
the room temperature (RT) average (dark blue lines) –
further discussed below, the ones representing an E2g vi-

bration with δ = 0.03 Å (red lines), as well as the one
for the equilibrium structure (gray dotted lines), with the
experimental XANES spectra (black lines). For graphite,
the respective out-of-plane and in-plane contributions are
shown separately. The experimental spectra were ob-
tained for a highly oriented pyrolytic graphite (HOPG)
sample of high purity manufactured by chemical vapor
deposition (CVD) and cleaved to obtain a fresh surface.
The measurement was performed at 300 K and ∼ 1×10−7

Pa at the undulator beamline I511-3 on the MAX II
ring of the MAX IV Laboratory (Lund University, Swe-
den) [33]. The energy resolution at the C 1s edge of the
beamline monochromator was 0.1 eV. The spectra were
recorded at 15o (along the c-axis, near perpendicular to
the basal ab plane) and 90o (normal, parallel to the basal
ab-plane) incidence angles and normalized by the step
edge below and far above the absorption thresholds. The
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FIG. 2: Relative oscillator strengths for the excitations con-
tributing to the a) π∗ and b) σ∗ peak for the C K-edge in
graphite and for the c) π∗ and d) σ∗ peak for the B K-edge
in h-BN. Black lines correspond to the equilibrium positions
and red lines to a displacement of δ = 0.03 Å in the E2g mode.
The broadened spectra are indicated by dashed black lines.

experimental data for the B K-edge in h-BN are taken
from Ref. [34].

We recall here, that the upper part of the X-ray absorp-
tion spectrum of graphite has so far been ambiguously
interpreted, partly owing to the fact that first-principles
studies [10–13] could not reproduce the σ∗

2 peak. The fea-
ture was early on attributed to vibronic coupling by Ma
et al. [8], arguing for strong vibrational effects in diamond
and graphite based on X-ray emission spectra. Symme-
try breaking by vibrations in graphite was put forward
by Harada et al. by model calculations of resonant X-ray
emission [20–22]. In contrast, Brühwiler et al. interpreted
σ∗
1 as an excitonic feature, in line with Ref. [8], and σ∗

2 as
a delocalized band-like contribution [35]. Also, delocal-
ized sp2 orbitals without influence of the core-hole, i.e.,
an initial-state effect, was suggested [13] as its origin.

For both materials, we find that including the effect
of the in-plane phonon modes at the Γ point, as seen in
Fig. 3, essentially reproduce the double peak structures
corresponding to the σ∗ peak observed in experiment.
In the case of graphite, there is an effective widening of
the σ∗ peak region into the measured fine structure with
the σ∗

1 and σ∗
2 peaks [8, 9]. A similar trend is observed

for the B K-edge in h-BN, reproducing the characteristic
camel-back like feature [34]. A difference between these
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FIG. 3: Experimental XANES (black full lines) and calculated
BSE spectra for a) the carbon K-edge in graphite and b) the
B K-edge in h-BN for the equilibrium geometry (gray dotted
lines), the RT average (dark blue lines) and for displacements
of δ = 0.03 Å (red lines) according to the E2g phonon mode.

theoretical results of the two systems including the lattice
distortion effect, is that the intensity and the shape of the
π∗ peak display virtually no change in h-BN, as opposite
to graphite.

We consider the spectra at room temperature (RT)
by sampling over the canonical ensemble as described in
the Methodology section. The result of the correspond-
ing BSE calculations are shown in Fig. 4 with individ-
ual spectra for the supercells (light blue lines) compared
with the average sum at RT (dark blue lines) and equi-
librium (gray dotted lines). It is clear that the σ∗-region
is significantly affected with a shift towards lower energy
and a redistribution of intensity. In the case of graphite
the sharp peak is much reduced into a broadened shape,
while h-BN shows features closer to a double-peak struc-
ture. On the other hand, the positions of the π∗ peaks
are almost the same, although with a slight effect at the
C K-edge. In general, the effect of the averaging process
is a reduction of the dominant spectral features, originat-
ing from the in-plane phonon modes, as observed before.
It remains unresolved though why these modes play a
dominant role as one may conclude from the comparison
with experiment. This observation points towards other
mechanisms at play, e.g. core-hole life time effects, which
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FIG. 4: Calculated core-level spectra from the solution of the
BSE for a) graphite and b) h-BN, with results from the set
of selected supercells (light blue lines) and the corresponding
RT average (dark blue lines). For comparison, the spectra of
the equilibrium structure is shown (gray dotted lines).

are not included in the present modeling. Note added
in proof: the recent work of Karsai et al. [36] use the
supercell and core-hole method in a related approach to
obtain the double-peak structure in h-BN.

IV. CONCLUSIONS

In summary, we have demonstrated the importance of
including vibrational effects for XANES/ELNES spectra
of the C K-edge in graphite and B K-edge in h-BN. We
anticipate that zero-point motions and lattice symme-
try breaking can be important for many other materi-
als. Graphite and hexagonal boron nitride are archetyp-
ical layered structures, which share many features with
the related 2D materials of graphene and BN monolay-
ers. Thus we expect similar behavior also in these sys-
tems. Generally, we point to low-dimensional structures,
where electron-phonon coupling is typically enhanced,
and particularly to materials with light atoms, that ex-
hibit high vibrational frequencies. Since we expect vibra-
tional effects to be visible in a large temperature range,
we encourage new temperature-dependent experiments
on light-weight low-dimensional materials.
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[3] Hébert, C. Practical Aspects of Running the WIEN2k
Code for Electron Spectroscopy. Micron 2007, 38, 12-28.

[4] Tanaka, I.; Mizoguchi, T.; Yamamoto, T. XANES and
ELNES in Ceramic Science. J. Am. Ceram. Soc. 2005,
88, 2013-2029.

[5] Olovsson, W.; Tanaka, I.; Mizoguchi, T.; Puschnig, P.;
Ambrosch-Draxl, C. All-electron Bethe-Salpeter Calcu-
lations for Shallow-Core X-Ray Absorption Near-Edge
Structures. Phys. Rev. B: Condens. Matter Mater. Phys.
2009, 79, 041102R.

[6] Olovsson, W.; Tanaka, I.; Puschnig, P.; Ambrosch-
Draxl, C. Near-Edge Structures from First Principles All-
Electron Bethe-Salpeter Equation Calculations. J. Phys.:
Condens. Matter 2009, 21,104205.

[7] Olovsson, W.; Tanaka, I.; Mizoguchi, T.; Radtke, G.;
Puschnig, P.; Ambrosch-Draxl, C. Al L2,3 Edge X-Ray
Absorption Spectra in III-V Semiconductors: Many-
Body Perturbation Theory in Comparison with Exper-
iment. Phys. Rev. B: Condens. Matter Mater. Phys.
2011, 83, 195206.

[8] Ma, Y.; Skytt, P.; Wassdahl, N.; Glans, P.; Mancini,
D.C.; Guo, J.; Nordgren, J. Core Excitons and Vibronic
Coupling in Diamond and Graphite. Phys. Rev. Lett.
1993, 71, 3725-3728.

[9] Moscovici, J.; Loupias, G.; Parent, Ph.; Tourillon, G.
Polarization-Dependent Boron and Nitrogen K NEXAFS
of Hexagonal BN. J. Phys. Chem. Solids 1996, 57, 1159-
1161.

[10] Shirley, E.L. Ab Initio Inclusion of Electron-Hole Attrac-
tion: Application to X-Ray Absorption and Resonant
Inelastic X-Ray Scattering. Phys. Rev. Lett. 1998, 80,
794-797.
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