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Surface electronic structure study of AuÕSi„111… reconstructions:
Observation of a crystal-to-glass transition

H. M. Zhang,1,* T. Balasubramanian,2 and R. I. G. Uhrberg1
1Department of Physics and Measurement Technology, Linko¨ping University, S-581 83 Linko¨ping, Sweden

2MAX-lab, Lund University, Box 118, S-221 00 Lund, Sweden
~Received 11 March 2002; published 3 October 2002!

The a-A33A3, b-A33A3, and 636 surfaces of Au/Si~111! have been studied by angle-resolved photo-
electron spectroscopy~ARPES!. The a-A33A3 surface shows four surface state bands, one of which is a
dispersing metallic band. Except for one nondispersing band near the Fermi level, theb-A33A3 surface
shows surface bands that are similar to those ofa-A33A3. Eight surface state bands have been found on the
636 surface instead of two as reported in the literature. Seven of these surface states are broadened into three,
when the 636 phase is transformed into the quenchedb-A33A3 phase just by annealing followed by quick
cooling. The transition between the 636 and quenchedb-A33A3 phases is consistent with a crystal-glass
transition.

DOI: 10.1103/PhysRevB.66.165402 PACS number~s!: 68.35.2p, 73.20.2r, 79.60.2i
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I. INTRODUCTION

A crystal-to-glass transition, which often occurs when
crystal is heated up to the liquid state and then quic
quenched to the solid state, is normally accompanied b
dramatic change of the electronic properties. In this study
report such a phenomenon in the two-dimensional A
Si~111! system. It is well known that, when about one mon
layer ~ML ! of Au is deposited on the Si~111! surface, severa
reconstructions, i.e.,a-A33A3, b-A33A3, 2A2132A21,
3A333A3, and 636 phases form depending on covera
and annealing.1 In contrast to many other metal-induced s
perstructures on Si~111!, Au/Si~111! surfaces contain signifi
cant structural disorder, that results in diffuseA3 spots in
low-energy electron diffraction~LEED! patterns of the
a-A33A3 phase, and ringlike diffraction in the case
b-A33A3. The 2A2132A21 and 636 phases, on the othe
hand, show only sharp diffraction spots and are quite w
ordered.

Unlike the Ag/Si~111! A33A3 surface, which is well de-
scribed by the honeycomb-chain-trimer~HCT! model,2 sev-
eral controversial issues still remain for the Au/Si~111! A3
3A3 surface. No consensus has been obtained regardin
structure model or even Au coverage. One complicate fa
is a significant amount of domain walls on thea-A33A3
and b-A33A3 phases, which inevitably overshadows t
interpretation of experimental data and the comparison w
structure models. In a previous theoretical study of theA3
3A3 surface, Dinget al. proposed the conjugate honeycom
chained trimer~CHCT! model with a nominal coverage of
ML for the Au/Si~111! A33A3 surface.3 This model is re-
lated to the HCT model of the Ag/Si~111! A33A3 surface.
The main difference between the CHCT and HCT model
that the metal trimers are arranged into a hexagonal pa
in the CHCT model instead of a honeycomb pattern as in
HCT model. Except for the Si trimers, the atomic structure
the CHCT model is similar to that of the inequivalent t
angle~IET! model which was recently suggested for the lo
temperature Ag/Si~111! A33A3 surface.4 The Au/Si~111!
0163-1829/2002/66~16!/165402~6!/$20.00 66 1654
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a-A33A3, b-A33A3, and 636 phases have been studie
by scanning tunneling microscopy~STM! for many years.5–8

It was concluded that the domain wall density of theA3
3A3 phase becomes higher as the Au coverage increa
and that crystallization of the domain wall structure results
the 636 phase at a Au coverage near 1 ML.6,7 One interest-
ing observation is that some empty state STM images
a-A33A3 also show a honeycomb pattern,6,8 which sug-
gests that thea-A33A3 and the Ag/Si~111! A33A3 sur-
faces have a similar structure. For the 636 phase, a pseudo
pentagonal glass model was proposed recently by Ma
et al. based on surface x-ray diffraction data.9,10 In this
model, a network of incomplete pentagons and trimers fo
from the connection of every Au trimer with additional A
atoms.

From an earlier photoemission study, three surface s
bands were reported on theA33A3 surface.11 Later, Okuda
et al. presented photoemission data of thea-A33A3,
b-A33A3, and 636 surfaces.12,13Their valence band spec
tra showed a resemblance between theb-A33A3 and 6
36 surfaces,13 that led to the conclusion that these surfac
have almost the same local structure in the area between
domain walls.

In this paper, the surface electronic structures of
a-A33A3, b-A33A3, and 636 surfaces have been inve
tigated in detail by angle-resolved photoelectron spectr
copy. Thea-A33A3 surface shows four dispersive surfa
state bands, three occupied and one partially occupied.
cept for one broad, nondispersive surface state peak nea
Fermi level (EF), the b-A33A3 surface shows a surfac
electronic structure that is similar to thea-A33A3 phase.
Interestingly, the 636 surface shows a lot of fine structure
the surface state region. Eight surface state bands are fo
in contrast to the two surface state bands reported in
previous study.13 Seven of these surface states are broade
into three when the 636 phase is transformed to th
quenchedb-A33A3 phase by annealing followed by quic
cooling. The electronic structures of these surfaces are
cussed in comparison with the Ag/Si~111! phases.
©2002 The American Physical Society02-1
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II. EXPERIMENTAL DETAILS

The photoemission study was performed at beam line
at the Max-I synchrotron radiation facility in Lund, Swede
The angle resolved valence band spectra presented here
obtained with a total energy resolution of;50 meV with an
angular resolution of62°. The pressure of the UHV system
was around 4310210 Torr during the Au evaporation an
1310210 Torr during data collection. The Si~111! samples
cut from a single crystal wafer~Sb doped, 3V cm) were
preoxidized by an etching method and cleanedin situ by
stepwise direct current heating up to;930 °C. This proce-
dure resulted in a clean and well-ordered surface, as
denced by the strong surface state emission and a sha
37 LEED pattern. Au was evaporated onto the Si~111! sur-
face from a tungsten filament source calibrated by a qu
crystal monitor. Here, it is appropriate to consider the unc
tainty in the Au coverage. An error on the order of 5–10 %
probably a realistic estimate. Evaporation of;0.9 ML of Au
followed by annealing at;580 °C for 5 min. resulted in
sharpA33 LEED spots surrounded by cloudlike diffractio
@Fig. 1~a!, a-A33A3]. The same annealing procedure
;1.0 ML of Au resulted in sharpA33 LEED spots sur-
rounded by ring-like diffraction@Fig. 1~b!, b-A33A3].
However, the same annealing temperature and time,
ended by slow cooling to room temperature~RT!, gave a new

FIG. 1. LEED patterns of the Au/Si~111! surfaces as a function
of Au coverage~100 K!. ~a! ;0.9 ML, a-A33A3 phase, 74 eV;
~b! ;1.0 ML, b-A33A3 phase, 74 eV;~c! ;1.0 ML, 2A21
32A21 phase, 74 eV;~d! ;1.1 ML, 636 phase, 74 eV;~e!
;1.1 ML, quenchedb-A33A3 phase, 74 eV.~f! Schematic LEED
pattern of theA393A39 phase.
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2A2132A21 LEED pattern@Fig. 1~c!#. Finally, ;1.1 ML of
Au followed by annealing at;700 °C for 1 min, and slow
cooling to RT, led to the formation of a well-defined 636
LEED pattern@Fig. 1~d!#. Interestingly, the same annealin
but ended by rapid cooling resulted in a quenchedb-A3
3A3 LEED pattern@Fig. 1~e!#. A detailed inspection of the
LEED images shows that the ringlike diffraction of th
b-A33A3 phase resembles that of aA393A39 reconstruc-
tion @Fig. 1~f!#, which has been observed for the Ag/Ge~111!
system.14 In other words, theb-A33A3 phase may be called
a pseudo-A393A39 phase.

By measuring the total width of the valence band spec
(hn521.2 eV,210 V sample bias!, from the low energy
cutoff to the Fermi level, we have determined the work fun
tion for the different surfaces. The values obtained for
737, a-A33A3, b-A33A3, and 636 phases are 4.64
5.19, 4.91, and 4.86 eV, respectively. The pinning position
the Fermi level with respect to the valence band maxim
EF-Ev was estimated by comparing bulk sensitive Si 2p
core-level spectra obtained at a photon energy of 108
Using a reference value of 0.63 eV for the Si~111!737
surface15 we obtainEF-Ev values of 0.13, 0.30, and 0.34 e
for the a-A33A3, b-A33A3, and 636 phases, respec
tively.

III. RESULTS AND DISCUSSION

To obtain the general picture of Au-induced surface
constructions, it is worthwhile to compare Au/Si~111! to the
closely related Ag/Si~111! and Ag/Ge~111! systems. The Ag/
Si~111! and Ag/Ge~111! surfaces show almost the same su
face reconstructions at coverages above 1 ML. The rec
structions change fromA33A3 via A213A21 to 636 for
Ag/Si~111! and from A33A3 via A393A39 to 636 for
Ag/Ge~111! with increasing Ag coverage. Thus, it may n
be too surprising that Au/Si~111! exhibits 2A2132A21 and
636 reconstructions and aA393A39-like periodicity at
coverages around 1 ML. One interesting observation is
the LEED pattern of theb-A33A3 phase (;1.0 ML) is
almost identical to the quenchedb-A33A3 phase
(;1.1 ML), although their corresponding well-ordered su
faces are the 2A2132A21 and 636 phases, respectively
This is consistent with STM observations that theb-A3
3A3 structure is actually quite similar to the 2A2132A21
and the 636 phases regarding the local atom
arrangement.8 However, the most interesting phenomena a
the transitions between the 636 and its quenchedb-A3
3A3 phase and between theb-A33A3 and the 2A21
32A21 phases. In this paper, we limit the discussion to
former case.

Figure 2 shows two sets of angle-resolved photoemiss
spectra from thea-A33A3 surface at low temperature~LT,
100 K! along theḠ-M̄ -Ḡ line of theA33A3 surface Bril-
louin zone~SBZ! ~see inset in Fig. 2!. Four surface states
were detected at both normal and 45° incidence angels
they are labeledS1 , S2 , S3, andS4. Thea-A33A3 surface
shows a clear metallic character, as evidenced byS1 crossing
2-2
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SURFACE ELECTRONIC STRUCTURE STUDY OF . . . PHYSICAL REVIEW B 66, 165402 ~2002!
the Fermi level atue525° andue540° in Fig. 2~a!. This
result is consistent with an earlier study of the Au/Si~111!
A33A3 surface by Karlssonet al.,11 except for a new state
S4, which we tentatively assign to a surface state since it
in the projected bulk band gap for emission angles aro
the secondḠ point of theA33A3 SBZ. The surface stateS1
is located at20.1 eV belowEF at ue527.5°, and it dis-
perses downwards to a minimum energy of20.3 eV atue

532.5° around the secondḠ point. It then moves upwards t
cross the Fermi level atue540°. The other two surface stat
bands,S2 andS3, become degenerate at an initial energy
21.4 eV belowEF at ue532.5° around the secondḠ point.
The surface stateS2 is located about20.1 eV belowEF at
ue515° and it disperses steeply downwards to the seconḠ
point. Then it shows up again at two high emission ang
40° and 42.5° with a steep dispersion.S3 is located at an
initial energy of 20.7 eV at ue512.5°, and it disperse
downwards to a minimum energy of21.5 eV atue525°.
After that, S3 disperses upwards to the secondḠ point and
splits out fromS2 at higher emission angles, then dispers
downwards again. Figure 3 shows the surface band dis
sions in theḠ-M̄ -Ḡ direction of theA33A3 SBZ. The be-
haviors of S1 , S2 and S3 are similar to the surface stat
bands which were found on the Ag/Si~111! A33A3
surface.16

FIG. 2. ARPES spectra recorded from the Au/Si~111! a-A3
3A3 surface with a photon energy of 21.2 eV at 100 K. The em
sion angles correspond toki points throughout the first and secon
A33A3 SBZ, along theḠ-M̄ -Ḡ line ~see inset!. ~a! 45° incidence;
~b! normal incidence. Four surface state bands are indicated by
labelsS1–S4.
16540
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From the Ag/Si~111! A33A3 surface, it is well-known
that after the initial formation of theA33A3 surface there is
always a strong partially occupied, dispersing surface s
(S1) near the Fermi level, even though the surface itsel
intrinsically semiconducting.16 The presence ofS1 on the
Ag/Si~111! surface can be explained by extra Ag adatoms
the A33A3 surface.16 A similar situation could apply to
a-A33A3, i.e., the surface state band (S1) is related to extra
Au adatoms on the surface. The extra Au adatoms, wh
have loosely bounds electrons, lead to a partial occupatio
of an unoccupied surface stateS1 of the idealA33A3 sur-
face, resulting in a metallica-A33A3 surface. In similarity
with the Ag/Si~111! A33A3 case,16 the Fermi pinning posi-
tion for the Au/Si~111! a-A33A3 surface is also found
around 0.1 eV above the valence band maximum. Howe
there is one significant difference between Au/Si~111! and
Ag/Si~111!. In the case of Ag/Si~111!, S2 andS3 are located
at higher binding energies near theM̄ point of theA33A3
SBZ, while in the case of Au/Si~111!, S2 andS3 have larger
dispersions and are located near the Fermi level at lo
emission angles. This will result in the different appearan
in STM images of the Ag/Si~111! and Au/Si~111! surfaces.
From theoretical calculations and earlier STM studies,2,17 the
honeycomb pattern of empty state images from the A
Si~111! A33A3 surface comes from the partially occupie
surface stateS1. The existence of a quite similar partiall
occupied surface state (S1) on Au/Si~111! a-A33A3 might
be the reason why empty state images of this surface
shows a honeycomb pattern~at a certain bias!. For the filled
state STM images, in the Ag/Si~111! case, the main contri-
bution still comes fromS1 within a 0.7 eV bias range, which
naturally gives a honeycomb pattern. The situation in

-

he

FIG. 3. Dispersions of the surface states from Fig. 2. Filled a
open symbols correspond to 45° and normal incidence, res
tively. The solid line shows the upper edge of the bulk bands p
jected onto the 131 SBZ.
2-3
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Au/Si~111! case, on the other hand, becomes complica
since at biases*0.1 eV the tunnelling current also involve
the contribution from the surface stateS2, resulting in a hex-
agonal appearance in the filled state STM images.5,6 On the
other hand, the difference in STM images may be also
lated to the intrinsic difference between the HCT and CH
models.2,3 In the HCT model, the metal trimers form a ho
eycomb pattern around Si trimers, while in the CHCT mod
they form a hexagonal pattern, and the Si trimers show
honeycomb pattern around the metal trimers. To transfo
the HCT to the CHCT model, one way is to shrink all me
trimers separated by aA33 distance~and at the same time
relax all Si trimers!. This will create two possibleA33A3
unit cells with a domain boundary since either of two neig
boring metal trimers in a honeycomb arrangement can
shrank. The neighboring domains will have a phase shif
1/A3, which is exactly what happens on the Au/Si~111!
a-A33A3 surface.18 From earlier STM studies, an interes
ing observation is that a continuous deposition of either
or Au atoms on the Ag/Si~111! A33A3 surface transforms i
into aA213A21 surface. It was concluded that the extra A
or Au adatoms sit on top of Ag trimers instead of
trimers.19,20The situation for Au/Si~111! might be quite simi-
lar, i.e., the extra Au adatoms on thea-A33A3 surface also
sit on top of either of the two neighboring Au trimers in
HCT model, which induce a global modification of the HC
~honeycomb! configuration into two possible CHCT~hex-
agonal! arrangements. This explains the origin of doma
walls on thea-A33A3 surface, i.e., the domain walls a
actually domain boundaries between two possibleA33A3
arrangements.5–8 Thus the HCT instead of the CHCT mod
may be more suitable to describe the Au/Si~111! a-A3
3A3 surface without extra Au adatoms.

Figure 4 shows a set of angle-resolved photoemiss

FIG. 4. ARPES spectra recorded from the Au/Si~111! b-A3
3A3 surface with a photon energy of 21.2 eV at room temperat
The emission angles correspond toki points in the secondA3

3A3 SBZ, along theḠ-M̄ -Ḡ line ~see inset!.
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spectra from the room temperatureb-A33A3 surface along

the Ḡ-M̄ -Ḡ line of theA33A3 SBZ. In accordance to LEED
observations, the spectra of theb-A33A3 are essentially the
same as those of the quenchedb-A33A3 surface~here we
only present the former!. Near the Fermi level, a broad, non
dispersive surface state peak (S1) is very evident. Compared
to a-A33A3, S2 andS3 of b-A33A3 also show a signifi-
cant peak broadening.S4, on the other hand, appears almo
identical for the two surfaces. One major difference is th
S2 , S3 andS4 are shifted downwards by approximately 0
eV when more Au atoms are deposited ona-A33A3 to
form b-A33A3 ~in other words, the Fermi position is lifted
up with respect to the valence band maximum!. This situa-
tion is similar to what happens when theA213A21 phase of
Ag/Si~111! and the A393A39 phase of Ag/Ge~111! are
formed by depositing more Ag onto theA33A3
surfaces.14,21 In both theA213A21 andA393A39 cases,
two surface state bands are found near the Fermi level.
likely that the rather broadS1 of b-A33A3 also contain
more than one surface state band. To conclude this part
general similarity betweena-A33A3 andb-A33A3 comes
from the common underlyingA33A3 substrate while a fur-
ther addition of Au adatoms gives the explanations for
downward shift and broadening of the surface states.

Interestingly, as shown in Fig. 5, eight surface state ba
are found in the valence band spectra of the 636 phase,
while only two surface state bands were reported in the p
vious study.13 The sharp surface state peaks and the sh
LEED pattern clearly indicate a well-ordered 636 surface.
Thus our photoemission data inevitably exclude the poss
ity of a b-A3-like 636 surface as reported in literature.13

Recently, a pseudopentagonal glass model was propose
describe the highly crystalline 636 surface based on surfac
x-ray diffraction data.9,10 The glassy structures is, howeve
not consistent with the clear observations of the underly
A33A3 reconstruction by STM.5,8 Figure 6 shows the sur
face band dispersions both in theḠ-K̄ and Ḡ-M̄ directions.
In Fig. 5, the surface state bandS18 only shows up at some
emission angles near the Fermi level.S28 , S38 , andS48 appear
‘‘parallel’’ to each other and have small dispersions throug
out the 131 SBZ in both directions.S58 shows a certain

dispersion in theḠ-K̄ direction and appears clearly at eith
higher or lower emission angles in theḠ-M̄ direction. Fi-
nally, theS68 , S78 , andS88 surface states show up strongly

the Ḡ-K̄ direction at high emission angles. The increas
number of surface state bands compared to thea-A33A3
surface may be caused by an adatom-induced surface
splitting. This is particularly evident in the Ag/Si~111! case.
The initially-formedA33A3 surface of Ag/Si~111! has three
surface state bands, which split into two groups of three s
face bands each when extra Ag are added to the surface14,21

Such a splitting could explain the origin of the eight surfa
bands in the Au/Si~111! case. From our photoemissio
studies,14,21 the two Ag-636 surfaces are semiconductin
For the Au-636 surface, we have not found any obviou
metallic character, which also indicates a possible semic

e.
2-4
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ducting surface. Compared to the two Ag-636 surfaces, the
Au/Si~111! one shows quite flat surface band dispersio
near the Fermi level~seeS1 in Ref. 21!.

An interesting thing happens when the 636 phase is
heated up~becomes the well-orderedA33A3 phase! and is
then quickly cooled down~becomes the quenchedb-A3
3A3 phase!. Seven of the surface bands are washed out
appear as only three broad surface states. The result is o
site when a slow cooling process is applied after the ann
ing. Figure 7 shows the spectra from thea-A33A3, b-A3
3A3, quenchedb-A33A3, and 636 phases atue535°.
The dramatic change in the surface state bands is very
dent when comparing Figs. 7~c! and 7~d!. The quenched
b-A33A3 phase with broadened surface states is obta
from the well-ordered crystalline 636 phase and depend
very much on the annealing-cooling process. This clea
points to a disordered or rather a glasslike quenchedb-A3
3A3 phase as shown below. Theb-A33A3 phase exists for
Au coverages of;1.0–1.1 ML with an approximateA393
distance in real space~close to 63). At high temperature, al
phases come from the same phase, that is theA33A3 1
two-dimensional extra Au liquid~or gas!. The beta phase is

FIG. 5. Photoemission spectra recorded from the Au/Si~111! 6
36 surface, with a photon energy of 21.2 eV for various angles

emission along theḠ-K̄ andḠ-M̄ directions of the 131 SBZ at 100
K. Eight surface state bands clearly show up asS18–S88 .
16540
s

d
po-
l-

vi-

d

ly

just formed after quenching this phase, which does not c
cally depend on Au coverage, while slow cooling leads
different highly ordered phases depending on the precise
coverage. This behavior resembles a crystal-glass~frozen liq-

f

FIG. 6. Dispersions of the surface states along both theḠ-K̄ and

Ḡ-M̄ directions of the 131 SBZ for the Au/Si~111! 636 surface.
The dot size corresponds to the relative intensity of the differ
surface states. Solid and open circles are used to distinguish
tween the different surface state bands. The original spectra
shown in Fig. 5. The solid line shows the upper edge of the b
bands projected onto the 131 SBZ.

FIG. 7. Photoemission spectra recorded with a photon energ
21.2 eV from different Au/Si~111! surfaces at 100 K. The spectr
were recorded at an emission angle of 35° with normal light in
dence ~a! a-A33A3 phase;~b! b-A33A3 phase~c! quenched
b-A33A3 phase;~d! 636 phase.
2-5
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uid! transition in the bulk case. Thus the transformation b
tween the 636 and quenchedb-A33A3 phases is consis
tent with a crystal-glass transition.

The glasslikeb-A33A3 phase can also be understood
terms of a ‘‘phase competition,’’ since for similar Au cove
ages there exist at least three highly ordered phases (A3
33A3, 2A2132A21, and 636).1,5,8 From earlier STM
studies,5–8 the a-A33A3 andb-A33A3 surfaces are quite
similar, except for a high domain wall density on theb-A3
3A3 surface. Also theb-A33A3 and 636 surfaces are
quite similar, except for a crystalline order of the doma
walls on the 636 surface. On the 636 surface, both
RHEED and STM show the existence of an underlyingA3
3A3 reconstruction.5,8 Furthermore, at high temperature a
surfaces show only theA33A3 reconstruction. It seems rea
sonable that these surfaces can be regarded as recon
tions caused by extra Au atoms sitting on theA33A3 sub-
strate surface. Thus the differences between thea-A33A3,
b-A33A3, 636, and the quenchedb-A33A3 surfaces are
the positions and the number of extra Au adatoms on
A33A3 surface~described by the HCT model!. Similar situ-
ations have been observed on theA213A21 and 636
phases of Ag/Si~111!, and A393A39 and 636 phases of
Ag/Ge~111!. From the STM images,5,8 the extra Au atoms on
the 636 surface are located to the Au trimer sites so that
honeycomblikeA33A3 subunits still remain. If this is true
then theb-A33A3 surface could correspond to a disorder
distribution of extra Au atoms.~There are two natural sites i
the HCT model, i.e., the two neighboring Au trimer sites!
The domain wall areas ofb-A33A3 could be those parts
where the extra Au atoms are randomly distributed on eit
of two neighboring Au trimer sites. At high temperature, t
extra Au atoms are highly mobile and they are not trapped
any specific site. Thus the surface shows a well-orderedA3
3A3 phase. When the temperature is slowly reduced,
extra Au atoms have enough time to find either of the t
v
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neighboring Au trimer sites and arrange themselves in a c
talline 636 periodicity. When the surface is quickly coole
on the other hand, the extra Au atoms do not all find a pro
Au trimer site, instead some of them may be trapped in
disordered fashion by the two Au trimer sites resulting in
glasslike, quenchedb-A33A3 phase ~pseudo-A393A39
phase!.

IV. CONCLUSIONS

The surface electronic structures of four surfaces (a-A3
3A3, b-A33A3, 636, and quenchedb-A33A3) have
been investigated by ARPES. Four surface state bands
found on thea-A33A3 surface, one of which is a partially
occupied surface state band (S1). The electronic structure o
the a-A33A3 shows a clear similarity with that of the Ag
Si~111! A33A3 surface. The b-A33A3 surface ~or
quenched one! shows four surface state bands with a bro
surface state band (S1) near the Fermi level. Eight surfac
state bands are found on the 636 surface in contrast to two
as reported in an early study. Our photoemission data in
tably remove experimental support for ab-A3-like/glasslike
636 surface. Instead, the 636 surface is a highly ordered
crystal phase. Seven of these surface states are broad
into three states, when the 636 phase is transformed into th
quenchedb-A33A3 phase. This behavior points to a cryst
to glass transition between the 636 surface and the
quenchedb-A33A3 surface. The reconstructions of th
b-A33A3 phase, the 636 and the quenchedb-A33A3
phases have been explained in terms of extra Au adatom
the A33A3 substrate described by the HCT model.
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