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On the Mechanical Behavior of a New Single-Crystal Superalloy
for Industrial Gas Turbine Applications

ATSUSHI SATO, JOHAN J. MOVERARE, MAGNUS HASSELQVIST,
and ROGER C. REED

The mechanical behavior of a new single-crystal nickel-based superalloy for industrial gas
turbine (IGT) applications is studied under creep and out-of-phase (OP) thermomechanical
fatigue (TMF) conditions. Neutron diffraction methods and thermodynamic modeling are used
to quantify the variation of the gamma prime (c¢) strengthening phase around the c¢ solvus
temperature; these aid the design of primary aging heat treatments to develop either uniform or
bimodal microstructures of the c¢ phase. Under creep conditions in the temperature range
1023 K to 1123 K (750 �C to 850 �C), with stresses between 235 to 520 MPa, the creep per-
formance is best with a finer and uniform c¢ microstructure. On the other hand, the OP TMF
performance improves when the c¢ precipitate size is larger. Thus, the micromechanical degra-
dation mechanisms occurring during creep and TMF are distinct. During TMF, localized shear
banding occurs with the c¢ phase penetrated by dislocations; however, during creep, the dislo-
cation activity is restricted to the matrix phase. The factors controlling TMF resistance are
rationalized.

DOI: 10.1007/s11661-011-0995-2
� The Minerals, Metals & Materials Society and ASM International 2012

I. INTRODUCTION

NEW nickel-based superalloys[1,2] are needed for hot
section components, e.g., turbine blades and guide
vanes, in the next-generation gas turbine engines
required for power generation applications. Significant
demands will be placed on these materials. For instance,
excellent resistance to environmental attack is required,
since the operating conditions and fuels used for these
applications induce oxidation and corrosion; thus, the
superalloys used will be distinct from those currently
employed for aeroengine applications. Moreover, they
must withstand the large mechanical loads necessary for
efficient extraction of mechanical energy from the hot
gas stream. Hence, creep[1,2] and fatigue[3,4] must be
resisted. Recently, a new grade of single-crystal super-
alloy was developed for such applications, which dis-
plays a good balance of environmental and mechanical
properties.[5,6] Its Cr content (at 15 wt pct) is substan-
tially greater than for existing single-crystal superalloys,
which improves significantly the resistance to oxidation
and corrosion.[7]

This article is concerned with the mechanical perfor-
mance of this new single crystal superalloy. In common
with most precipitation-hardened systems, the proper-

ties displayed will depend in a sensitive fashion upon the
microstructure developed during heat treatment; for this
class of material, hardening is by the gamma prime (c¢)
phase and thus conditioning of the microstructure at
temperatures in and around the c¢ solvus is expected to
influence the mechanical properties displayed. Two
distinct forms of mechanical response are studied as a
function of the heat treatment applied: first, creep
deformation, which is important due to the centrifugal
loading experienced by the turbine blades in the
engine;[1,2] and, second, thermomechanical fatigue
(TMF), which is relevant particularly for smaller (aero-
derivative) industrial gas turbines (IGTs) because of the
interaction of thermal and mechanical strains arising
from engine startup/cooldown.[8,9] As mission require-
ments become more demanding, it is becoming apparent
that the performance of the material under TMF
conditions can be life limiting; however, historically,
very much more attention has been paid to the provision
of creep resistance.[10] This is probably due to the
significant extra difficulty imposed by the constraints of
TMF testing; nonetheless, this situation needs to be
corrected. Here, it is demonstrated that significant
differences exist between the underlying micromecha-
nisms of creep and TMF in these materials. This
situation has ramifications for the performance of these
materials under service loading conditions.
Figure 1 illustrates the difficulty that has traditionally

been faced by the designers of IGTs. Existing off-the-
shelf superalloys fall into one of two distinct classes: (1)
those of high Al/Cr ratio, which exhibit good creep
resistance but only moderate corrosion resistance, due
to their limited Cr content (for example, CMSX-4 and
Rene’N5, which are used for aeroengine applications);
and (2) those of lower Al/Cr ratio, which have better
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corrosion resistance but only moderate high-tempera-
ture strength (these tend to be polycrystalline alloys such
as IN792). As Figure 1 indicates, a target design space
exists for new corrosion-resistant IGT alloys of balanced
Al and Cr contents. Also shown are isocontours of
constant c¢ fraction but of varying Ta/Al ratios, which
were used in the alloy design process for the new single-
crystal superalloy, denoted STAL-15. The higher Ta
content is expected to improve the high-temperature
strength but also to improve its castability. The new
alloy was shown to exhibit excellent resistance to
environmental degradation;[5] the purpose of the present
article is to study the alloy’s mechanical performance.

II. EXPERIMENTAL PROCEDURES

The prototype nickel-based single-crystal superalloy
STAL-15 investigated has composition Ni-5Co-15.5Cr-
1Mo-4W-4.6Al-8Ta-0.1Hf (wt pct). An industrial scale
investment casting facility at the University of Birming-
ham was used to prepare single-crystal castings in the
form of 15-mm-diameter rods of length 150 mm, using
casting stock melted by Ross & Catherall (Sheffield,
United Kingdom). Three rods were cast in each run with
a withdrawal speed of ~200 mm per hour; the temper-
ature gradient was ~75 K/cm. Ceramic molds were used,
which had been prepared from alumina, silica, and

zircon in the usual way; the final mold thickness was
~6 mm. Casting was carried out under the vacuum of
better than 10�4 Pa. The bars were macroetched using
HCl + 5 to 10 vol pct H2O2 solution to check for the
presence of casting defects such as freckles. None were
observed.
To remove microsegregation inherited from casting,

an appropriate solutionizing procedure was designed.
Pieces of the as-cast material were exposed to temper-
atures between 1533 K and 1593 K (1260 �C and
1320 �C), at 20 K intervals, for 2 hours. The samples
were first put into the furnace heated at 20 K lower than
the target temperature; then, after 15 minutes, the
temperature was increased by +1 K/min to the target
temperature. To complement these measurements, the
liquidus, solidus, and solvus temperatures were deter-
mined using differential scanning calorimetry (DSC).
Specimens of size 2 9 2 9 2 mm cubic were cut from the
fully heat-treated bar, and then inserted into a Netzsch
DSC404C machine (Netzsch Instruments, Walsall, UK)
in pure-Al2O3 crucibles and analyzed between 1073 K
and 1673 K (800 �C and 1400 �C). The heating and
cooling rates used were 5 and 10 K/min, respectively.
These experimental observations were compared with
thermodynamic calculations, which indicated that the
solidus temperature would be in the range 1581 K to
1588 K (1308 �C to 1315 �C, Table I), as discussed in
further detail in Section III.

Table I. Liquidus, Solidus, and Solvus Temperatures of the STAL-15 Alloy Measured by DSC and Calculated
Using THERMO-CALC Software[11]

Liquidus [K (�C)] Solidus [K (�C)] Solvus [K (�C)]

DSC 1637 (1364 �C) 1591 (1318 �C) 1469 (1196 �C)
THERMO-CALC 1634 (1361 �C) 1589 (1316 �C) 1446 (1173 �C)

Fig. 1—Illustration of the locations of common nickel-based superalloys on a plot of Cr and Al contents, illustrating the location of the new
STAL-15 alloy and the target design space.
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Several different primary-aging heat treatments were
carried out to investigate the effect of differing precip-
itate morphologies on the mechanical properties. To aid
with this, the volume fraction of the c¢ phase (along with
the lattice parameters of the c and c¢ phases and the
associated lattice misfit) was evaluated at temperatures
of 1073 K (800 �C), 1173 K (900 �C), and 1273 K
(1000 �C) using the Engin-X neutron diffractometer at
the ISIS facility, Rutherford Appleton Laboratory
(Oxfordshire, United Kingdom). The second aging
treatments for all alloys were 1123 K (850 �C) for
20 hours followed by air cooling. Fully heat-treated
STAL-15 (i.e., solution treatment + first aging +
second aging) was used. This enabled the (100) super-
lattice peak from the c¢ phase and (200) peaks from both
c and c¢ phases to be obtained; the (100) superlattice
peak was then fitted by a normal distribution, thus
allowing the fitting of the composite peak from (200) by
a two-peak gauss function because the position of the
(200) superlattice contribution could be deduced. This
procedure allowed the volume fraction of the c¢ phase to
be deduced from the ratio S(100)/S(200) of the integrated
intensities of the two reflections.

To determine the creep performance, specimens of
24.5-mm gage length and 5-mm diameter were machined
from fully heat-treated single-crystal bars. The orienta-
tions of specimens were within 10 deg from the 001h i
direction. Testing was carried out under constant load
conditions at 1023 K (750 �C)/520 MPa, 1023 K
(750 �C)/455 MPa, 1123 K (850 �C)/275 MPa, and
1123 K (850 �C)/235 MPa, respectively. For TMF test-
ing, specimens of 22-mm gage length and 6-mm-diam-
eter were used. Out-of-phase (OP) TMF tests were
carried out using an MTS 810 servohydraulic testing
machine under strain control, with lower and upper
temperatures of 373 K and 1223 K (100 �C and 950 �C),

respectively, and with the mechanical strain range,
Demech, set at values up to 0.9 pct. All tests were carried
out with a strain ratio of R = emin/emax = –¥. Note
that in order to achieve a stabilized mean stress early in
the tests, a 20-hour hold time was applied at the
maximum temperature of the first cycle; however, a
5-minute hold time was applied in the later cycles. This
combination of R ratio and longer hold time in the first
cycle was chosen, because it is believed to better
represent the service conditions experienced in the IGT.
Finally, transmission electron microscopy (TEM) was

carried out as follows. Discs of diameter 3 mm were
ground mechanically to ~150-lm thickness. They were
then polished electrochemically by the twin jet method,
using an HClO4 + 80 vol pct ethanol solution at 273 K
(0 �C), using 10 to 30 V direct current.

III. RESULTS

A. Characterization of Solvus Temperature and Gamma
Prime Approach Curve

Optical micrographs of as-cast STAL-15 exposed at
1533 K (1260 �C), 1553 K (1280 �C), 1573 K (1300 �C),
and 1593 K (1320 �C) for 2 hours are given in Figure 2.
Note that the casting direction is vertical so that the
difference in contrast is due to the scale of the dendritic
structure inherited from casting; the microporosity
resides in the interdendritic regions. Figure 2 indicates
that exposure at 1593 K (1320 �C) caused incipient
melting, but lower temperatures (Figures 2(a) through
(c)) did not. Therefore, the solution treatment chosen
for STAL-15 was 1553 K (1280 �C) 1 hour fi 1573 K
(1300 �C) 5 hours, followed by air cooling. This was
consistent with the results of the DSC calorimetry,

Fig. 2—Low-magnification optical micrographs of solution-treated STAL-15 exposed at (a) 1533 K (1260 �C), (b) 1553 K (1280 �C), (c) 1573 K
(1300 �C), and (d) 1593 K (1320 �C) for 2 h, respectively. Note in (d) the incipient melting at the interdendritic regions.
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which indicated that the solidus temperature is 1591 K
(1318 �C), the liquidus temperature 1637 K (1364 �C),
and the solvus temperature 1469 K (1196 �C), as shown
in Table I. These estimates are consistent with those
made using THERMO-CALC and a thermodynamic
databank.[11] Figure 3 illustrates how the volume frac-
tion of the c¢ phase varies with respect to temperature;
this may be termed the c¢ approach curve. Plotted are
the data from the neutron diffractometry (i.e.,S(100)/
S(200)), but also data deduced from the DSC (at 1473 K
(1200 �C)) and the metallography (at 1123 K (850 �C)).
The DSC result indicates that the volume fraction of c¢
in the STAL-15 alloy reduces to zero at 1469 K
(1196 �C), the solvus temperature. The c¢ approach
curve aids in the design of the primary heat treatment
schedules (Section III–B). Neutron diffraction analysis
confirmed the lattice misfit (Figure 4): slightly negative,
yet small; this should aid in the retention of mechanical
properties during service.

B. Optimization of Heat Treatment and Gamma Prime
Microstructure

The effect of temperature and time on the c¢ micro-
structure developed during primary aging was studied,
since these need to be chosen carefully for optimized
mechanical properties.[12] Figure 5 shows micrographs
of fully heat-treated STAL-15 with different first aging
conditions. The primary c¢ particles coarsen with
increasing temperature and time, consistent with well-
established theory.[13,14] Moreover, the amount of
primary c¢ decreases with increasing aging temperature,
as this approaches the c¢ solvus temperature of 1469 K
(1196 �C). The c¢ morphologies of Figure 5 were further
analyzed using image-processing methods (Figure 6 and

Table II); based upon the LSW theory and associated
content from the literature,[15–20] the coarsening behav-
ior of Figure 5 was as expected. Figure 7 illustrates the
microstructures whose mechanical properties are studied
in the latter parts of the article. Microstructure 1 in
Figure 7(a) exhibits a traditional uniform c/c¢ distribu-
tion; it was developed by aging at 1373 K (1100 �C) for
6 hours, followed by air cooling. Microstructures 2 and
3 were developed by aging at 1393 K (1120 �C) for
24 hours and 1433 K (1160 �C) for 4 hours, respec-
tively, followed by air cooling. Microstructures 2 and 3
were developed to be deliberately bimodal. The heat
treatment conditions of STAL-15 investigated here are
summarized in Table III.

C. Creep Behavior

The creep curves measured for the three distinct heat
treatment conditions are given in Figure 8. It was found
that microstructure 1 (uniform) performed the best for
each of the four creep conditions chosen. The associated
creep strain rate vs strain curves are given in Figure 9;
with regard to the minimum creep rate exhibited, one
finds that (1) this is generally lower for microstructure 1
and (2) the effect of microstructural condition is greater
at the lower temperature/higher stress regime. The creep
results are summarized using a Larson–Miller plot
(LMP) in Figure 10, using both the time to 1 pct strain
but also the time to rupture. Once again, the time to 1 pct
creep falls in the order microstructure 1>microstructure

Fig. 3—Variation of the fraction of the c¢ phase for STAL-15 with
respect to temperature. Note that the dotted line represents the
result from THERMO-CALC with Ni-database ver. 6.[11]

Fig. 4—Experimental data for the lattice parameters of the c and c¢
phases and the associated lattice misfit in STAL-15 analyzed at
1073 K (800 �C), 1173 K (900 �C), and 1273 K (1000 �C) by in-situ
neutron diffraction. Note that the first aging condition was 1373 K
(1100 �C) for 4 h.
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2>microstructure 3. One can see that, while the creep
performance falls short of the Re-containing alloy
CMSX-4, the creep rupture performance approaches
that of IN792, which was one of the goals of the STAL-
15 alloy development project.

Figure 11 illustrates the microstructure of STAL-15
after creep rupture. No topologically closed packed
(TCP) phases were observed, indicating that, despite the
significant alloying with respect to Cr, the alloy is stable.
No evidence of c¢ cutting was observed, and c¢ rafting
was very limited, being restricted to microstructure 1
crept at 1123 K (850 �C) for 2303 hours (Figure 12).

These findings were further confirmed by TEM.
Figure 13 shows micrographs after creep rupture test
at (a) 1123 K (850 �C)/275 MPa and (b) 1023 K
(750 �C)/520 MPa for microstructure 3. At 1123 K
(850 �C)/275 MPa, no dislocation activity was found
within the c¢ precipitates (Figure 13(a)). Very high
dislocation density at primary c¢/matrix interfaces was
observed; in other words, dislocations at secondary c¢/
matrix interface were rather dispersed. Only at the
lowest temperature and highest stress condition of
1023 K (750 �C)/520 MPa were any single dislocations
seen within the primary c¢.

Fig. 5—Scanning electron micrographs of fully heat-treated STAL-15 with different first aging conditions: (a) 1433 K (1160 �C) 4 h, (b) 1393 K
(1120 �C) 4 h, (c) 1393 K (1120 �C) 8 h, (d) 1393 K (1120 �C) 24 h, (e) 1373 K (1100 �C) 4 h, (f) 1373 K (1100 �C) 8 h, (g) 1373 K (1100 �C)
24 h, (h) 1373 K (1100 �C) 48 h, (i) 1353 K (1080 �C) 4 h, (j) 1353 K (1080 �C) 8 h, and (k) 1353 K (1080 �C) 24 h, respectively. Note that solu-
tion treatments, second aging conditions, and cooling conditions are the same in all cases.
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D. TMF Behavior

Although the creep performance of the new alloy is
somewhat inferior to that of CMSX-4, the performance
in TMF was found to approach that of this alloy; this is
significant and has ramifications for the gas turbine
users. In Figure 14, the relationship between the
mechanical strain range used during the OP-TMF tests
and the number of cycles to failure is given. Also given
are data from the literature[21–23] for CMSX-4 and
IN792 acquired using identical testing methods. A
number of important points emerge. First, consistent
with its lower elastic modulus along the [001] testing
direction, the TMF performance of STAL-15 is superior
to that of the polycrystalline alloy IN792. Second, it is
apparent that the TMF life is influenced by the
microstructural state induced by heat treatment. In
particular, bimodal microstructures are found to be
superior to the uniform one; microstructure 2 exhibits
the best TMF performance, with microstructure 1, best
in creep, displaying the worst. Figure 15 illustrates
stabilized hysteresis loops at midlives for the three
microstructures, in this case, for the mechanical strain
range of 0.8 pct. Note that the minimum stress in the

Fig. 6—Particle size distribution curves after aging for 4, 24, and
48 h at 1373 K (1100 �C).

Table II. Summary of Stereological Data for the Distribution of the c¢ Phase after Different First Aging Heat Treatments; Note
That the Area Constants A below Are to Calibrate the Height of Each Normal Distribution (Commonly the Number of Particles N)

to Number of Particles Per Unit Area (N lm22)

Temp. [K (�C)] Time (h) Area Constant, A Average Diameter of c¢ (lm) Standard Deviation (lm) R2

1353 (1080 �C) 24 0.1511 0.5450 0.1122 0.89
1373 (1100 �C) 4 0.5085 0.3405 0.0726 0.82

6 0.7107* 0.3944 0.0829 0.82
24 0.1866 0.5708 0.1372 0.88
48 0.1088 0.7171 0.1676 0.92

1393 (1120 �C) 8 0.2293 0.4892 0.1128 0.86
24 0.0996 0.6635 0.1626 0.90

1433 (1160 �C) 4 0.1357 0.6075 0.1764 0.91

*Different etching condition applied.

Fig. 7—Scanning electron micrographs of STAL-15 with different first aging conditions of (a) 1373 K (1100 �C) 6 h, (b) 1393 K (1120 �C) 24 h,
and (c) 1433 K (1160 �C) 4 h, respectively. These are denoted (a) microstructure 1, (b) microstructure 2, and (c) microstructure 3 in this article.
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Fig. 8—Creep strain vs time curves for STAL-15 at different creep
conditions.

Fig. 9—Creep strain vs strain curves for STAL-15 at different creep
conditions.
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Table III. Heat Treatment Conditions Used for the STAL-15 Superalloy (AC: Air Cooling)

Solution Treatment First Aging Second Aging

Microstructure 1 1553 K (1280 �C) 1 h fi 1573 K (1300 �C) 5 h AC 1373 K (1100 �C) 6 h AC 1123 K (850 �C) 20 h AC
Microstructure 2 1393 K (1120 �C) 24 h AC
Microstructure 3 1433 K (1160 �C) 4 h AC

Fig. 11—Micrographs of STAL-15 after creep rupture testing at 1123 K (850 �C)/275 MPa and 1023 K (750 �C)/520 MPa. Note that all images
were obtained at a distance 10 mm away from the rupture surface.

Fig. 10—Larson–Miller plots of STAL-15 with three different microstructures for (a) 1 pct creep times and (b) creep rupture times. For compari-
son, the location of data for the IN792 polycrystalline alloy and the CMSX-4 single-crystal superalloy are given.
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stabilized loops is lowest for microstructure 3 and
greatest for microstructure 1, in agreement with the
static creep result, which found that microstructure 3
creeps the fastest and microstructure 1 the slowest. This
point is discussed further in Section IV.

Figure 16 illustrates the microstructure of STAL-15
after TMF testing. The fracture surface had a tendency
to lie about 45 deg from the direction of applied stress.
Furthermore, across the cross section, significant num-
bers of slip bands were observed with subsequent crack
propagation occurring along these. Occasionally, recrys-
tallization was observed along the slip band as well
(Figure 17). Additionally, there was strong evidence
within the slip band (Figure 18) of the c c¢ rafts
(orientated along the stress axis due to the compressive

stress generated and consistent with the negative misfit
determined in Section III–A) being sheared.
Finally, Figure 19 illustrates TEM micrographs of

STAL-15 after TMF testing for microstructure 2.
Necessarily due to the specimen preparation technique
employed, the TEM specimens were taken somewhat
away from the fracture surfaces. No significant micro-
mechanical deformation was observed, with the dislocation

Fig. 12—SEM micrographs of microstructure 1 after 1123 K
(850 �C)/275 MPa. A degree of rafting is present.

Fig. 13—TEM micrographs of STAL-15 (microstructure 3) after creep rupture testing at (a) 1123 K (850 �C)/275 MPa and (b) 1023 K (750 �C)/
520 MPa.

Fig. 14—TMF data for STAL-15, in which the number of cycles to
failure is plotted against the mechanical strain range employed. Note
the superior performance of the second microstructural condition.
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activity being much less than in the case of the crept
microstructures. These observations suggest that TMF
damage is more highly localized than for creep and is
limited to the proximity of the fracture surface. Also,
the secondary c¢ has dissolved during TMF testing
(Figure 19).

IV. DISCUSSION: ON THE DAMAGE
MECHANISMS OCCURRING IN TMF

The TMF results presented here are interesting
because the damage mechanisms found are very differ-
ent from those reported in the literature so far.
Significant research has been reported on the TMF of
Re-containing single-crystal superalloys such as CMSX-
4[21,24] and TMS-82+;[9] in these articles, the prevalent
damage mechanism during TMF is mechanical twin-
ning. Instead, in STAL-15, which does not have the
benefit of the significant creep resistance of CMSX-4,
the dominant mode of damage is localized slip band
formation, with associated c¢ shearing in these bands.

One should attempt to rationalize the factors influ-
encing these differences in the deformation modes.

Generally, it is known that the transition from slip to
twinning occurs when the localized stress exceeds a
threshold stress;[25] in this case, it can be expected that
the gamma prime precipitates are penetrated. Moreover,
careful work[9] has revealed that it is the compressive
stress when the number of accumulated TMF cycles is
low that activates the twinning mode; our results
support this view. In Figure 20, the hysteresis loops of

Fig. 15—Stabilized hysteresis loop at midlife for STAL-15 with three
different microstructures (M1: microstructure 1, M2: microstructure
2, and M3: microstructure 3).

Fig. 16—Micrographs of STAL-15 after TMF testing: (a) microstruc-
ture 2 with Demech = 0.7 pct and (b) microstructure 3 with Demech =
0.8 pct. The stress axis is in the horizontal direction in both cases.

Fig. 17—TMF crack propagation along the recrystallized slip band
observed in microstructure 2 with Demech = 0.7 pct.
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the first TMF cycles observed in STAL-15 and CMSX-
4[21,22] are compared, for the mechanical strain range of
0.8 pct. For STAL-15, one can see that the highest stress
is ~550 MPa; this is compressive in nature and occurs at
~1133 K (~860 �C) during the heating cycle, i.e., ~40 K
below the maximum temperature to which the material

is subjected. Note that CMSX-4 (which exhibits twin-
ning rather than slip band formation) experiences a
larger maximum compressive stress at a lower temper-
ature, ~1103 K (~830 �C). Thus, it seems possible that
the root cause of slip band formation in STAL-15 (and,
therefore, a possible contribution to a TMF resistance,
which almost matches that of CMSX-4) is its rather
moderate high-temperature compressive creep strength.
The influence of different c¢ morphologies on TMF

performance should also be commented upon. The work
here indicates that the resistance to shearing of the
primary c¢ particles is important in determining TMF
resistance. Particle hardening theories[10,26] indicate that
the critical resolved shear stress for particle shearing is
proportional to �(rf), where r is the radius of primary c¢
and f is the volume fraction of c¢, respectively. This
enables a contour plot of critical resolved shear stress to
be identified on which the fraction f of the c¢ phase is
plotted against its particle radius r (Figure 21). Provided
that secondary c¢ dissolved during TMF testing, the
primary c¢ size is solely plotted against the total volume
fraction at highest temperature during TMF testing
(42 pct at 1223 K (950 �C)). The highest strength is
expected in the top right corner of the diagram when
both f and r are large. Also plotted are the locations of
microstructures 1 through 3 studied here and the values
for �(rf) reported for CMSX-4.[11,27] Note that �(rf) is
higher toward the top right of this diagram. One can see
that Figure 21 helps to rationalize the superior TMF
performance of microstructure 2 and the relatively
poorer performance of microstructure 1. Therefore, it
seems likely that the c¢ shearing resistance, i.e., �(rf), is a
major factor influencing TMF resistance. Providing that

Fig. 18—Sheared c/c¢ observed in microstructure 2 after TMF test-
ing with Demech = 0.7 pct. Stress axis in vertical direction.

Fig. 19—TEM micrographs of STAL-15 after TMF testing in micro-
structure 2 with Demech = 0.7 pct.

Fig. 20—Hysteresis loop from the first cycle of OP-TMF testing on
STAL-15 with microstructure 1 and CMSX-4 with mechanical strain
range of 0.8 pct. Maximum compressive stresses of 550 MPa (STAL-
15) and 625 MPa (CMSX-4) are identified at ~1133 K and ~1103 K
(~860 �C and ~830 �C), respectively.
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the microtwinning mechanism prevalent in CMSX-4 can
be avoided, this suggests that increasing the primary c¢
size is beneficial.

Finally, the importance of c¢ particle shearing in the
mechanism of TMF explains why the optimum micro-
structure condition for creep was not the one that was
optimum for TMF. At the creep conditions studied here,
little or no c¢ shearing occurs, as confirmed by the TEM
studies; dislocation activity is restricted to the matrix
phase. Under these circumstances, creep deformation is

best limited by a uniform and regular precipitate
structure.[10,28] In fact, creep relaxation occurs during
TMF testing, as can be seen at the hot end of the first
TMF cycle for microstructures 1 through 3 (Figure 22).
One can see that microstructure 1 exhibits superior creep
relaxation behavior at both mechanical strain range
conditions considered. The creep relaxation differences
are small (<50 MPa), but the TMF data are consistent
with the static creep results, which indicate that micro-
structure 1 shows the slowest creep deformation to 1 pct
creep strain.

V. ON THE FACTORS CONTROLLING
TMF RESISTANCE IN SINGLE-CRYSTAL

SUPERALLOYS

This work provides important insights into the factors
controlling the TMF performance of single-crystal
superalloys, which are not well understood at present.
These can be summarized as follows. A first point is that
the best performance in TMF and that in creep do not
necessarily go hand in hand; thus, for resistance to
TMF, an alloy does not need the very best creep
resistance. Thus, it has been demonstrated that a Re-free
alloy (STAL-15) can perform just as well in TMF as a
Re-containing one (CMSX-4) despite the creep resis-
tance being markedly inferior.
A second point relates to the difference in the damage

modes that are prevalent. In STAL-15, one sees slip
bands and then recrystallization within these bands
followed by fatigue cracking along them. Some shearing
occurs of the rafts of c¢, which for OP TMF and a
negatively misfitting alloy are elongated along the
direction of applied load. In CMSX-4, on the other
hand, deformation is more localized and the microtwin-
ning mode is more prevalent.[21,22] Recrystallization and
precipitation of topologically-close-packed phases

Fig. 21—Isocontour plot for the particle shearing mechanism in
STAL-15. Reference data of CMSX-4 are also given. Note that the
isocontours of �(rf) are given as solid lines.

Fig. 22—Creep relaxation data observed in microstructures 1 through 3 during the holding period in the first cycle of TMF testing:
(a) Demech = 0.7 pct and (b) Demech = 0.8 pct.
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(TCPs) along the twins can occur, and this is again the
preferred direction of crack propagation. Once again,
these differences underline the important influence of
alloy chemistry on TMF resistance.

A third point relates to the optimum microstructure
for TMF. At least for the STAL-15-type compositions,
which are free of Re, optimum TMF resistance is
conferred when the resistance to c¢ shearing is greatest.
Consistent with a critical resolved shear stress propor-
tional to �(rf), where r is the radius of primary c¢ and f is
the volume fraction of c¢, respectively, TMF perfor-
mance is improved at large r and presumably if f is
increased, although this last point is not tested here.
Whether this is also true for the Re-containing alloys,
which are prone to microtwinning, needs to be tested via
further experimentation, and is the subject of ongoing
research.

In the case of STAL-15, its suitability for gas turbine
applications rests on, in conjunction with its superior
environmental performance,[5,6] its rather good TMF
performance, which, in turn, is conferred by its resis-
tance to precipitate shearing. It has a wide solutioning
window and can be heat treated readily to yield a
microstructure that confers the necessary mechanical
performance.

VI. CONCLUSIONS

The following conclusions can be drawn from this
work.

1. A prototype high Cr-containing nickel-base single-
crystal superalloy STAL-15 has been assessed to
determine the factors influencing the mechanical
performance in creep and OP TMF.

2. Neutron diffraction studies confirmed that STAL-15
has a gamma prime fraction of approximately
42 pct at 1223 K (950 �C), increasing to approxi-
mately 56 pct at 1073 K (800 �C). The lattice misfit
is small, ranging from –0.09 pct at 1073 K (800 �C)
to –0.20 pct at 1273 K (1000 �C).

3. The TMF response of the new alloy STAL-15 is com-
parable to that of the commonly employed single-
crystal superalloy CMSX-4; this is despite the fact
that the constant load (static) creep performance is
inferior to it and in fact more broadly consistent with
the polycrystalline superalloy IN792.

4. The factors controlling TMF resistance are distinct
from those determining creep; in particular, for best
TMF performance, resistance to dislocation shear-
ing of the gamma prime phase is required—consis-
tent with a large flow stress and ultimate tensile
strength. On the other hand, at least for low stres-
ses, creep resistance is determined by dislocation
activity in the gamma matrix phase.

5. The influence of primary gamma prime size was
investigated. The TMF resistance increases with
increasing primary gamma prime size; in creep, the
finer primary gamma prime microstructure gave
better performance, particularly in the high-temper-
ature regime due to rafting.

6. Consistent with the lower elastic moduli, the TMF
performance of STAL-15 is superior to that of the
polycrystalline alloy IN792 when the mechanical
strain range is considered. The data for the mechan-
ical strain range are sensitive to the microstructural
state, with the data indicating that a bimodal
microstructure with large gamma prime particles
performs best.
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